
 

 

 

 

Heavy Slack Wax 16-23 

Specification 

Row No. Type Test Value Test Method 

1 Viscosity @ 100°C  5-7.5 ASTM D445 

2 Flash Point (°C) 200 min ASTM D93 

3 Melting Point (°C) 60 min ASTM D87 

4 Color 2.5 max ASTM D1500 

5 Oil Content (%) 16-23 ASTM D721 

6 RI @ 70°C 1.44-1.4550 ASTM D1218 

Light Slack Wax 10-14 

Specification 

Row No. Type Test Value Test Method 

1 Viscosity @ 100°C  5 max ASTM D445 

2 Flash Point (°C) 190 min ASTM D93 

3 Melting Point (°C) 56 min ASTM D87 

4 Color 1 max ASTM D1500 

5 Oil Content (%) 14 max ASTM D721 

6 RI @ 70°C 1.43-1.44 ASTM D1218 

7 Sp.Gr @15.5°C 0.81-0.83 ASTM D1298 


